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LW M67C specified at 5SmA
binning FKOPNO

Mini TOPLED® % .

Small size high-flux LED for slim designs

= @ EY

Applications

— Cluster, Button Backlighting — Interior lllumination (e.g. Ambient Map)
— Electronic Equipment — White Goods

Features:

— Package: white SMT package, colored diffused resin

— Chip technology: InGaN

— Typ. Radiation: 120° (Lambertian emitter)

— Color: Cx =0.33, Cy = 0.33 acc. to CIE 1931 (® white)

— Corrosion Robustness Class: 3B

— ESD: 2 kV acc. to ANSI/ESDA/JEDEC JS-001 (HBM, Class 2)
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LW M67C specified at 5mA binning FKOPNO

Ordering Information

Type Luminous Intensity " Ordering Code
l.=5mA
IV

LW M67C-Q1R2-FKOPNO0-2286-5 71 ... 180 mcd Q65112A1362
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LW M67C specified at 5mA binning FKOPNO

Maximum Ratings

Parameter Symbol Values

Operating Temperature TOp min. -40 °C
max. 100 °C

Storage Temperature L min. -40 °C
max. 100 °C

Junction Temperature T, max. 110 °C

Forward Current I max. 20 mA

T,=25°C

Surge Current [ max. 300 mA

t<10pus; D=0.005;T,=25°C

Reverse voltage ? Ve max. 5V

T,=25°C

ESD withstand voltage Veso 2 kV

acc. to ANSI/ESDA/JEDEC JS-001 (HBM, Class 2)
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LW M67C specified at 5mA binning FKOPNO

Characteristics
l.=5mA; T,=25°C

Parameter Symbol Values
Chromaticity Coordinate ¥ Cx typ. 0.33
Cy typ. 0.33

Viewing angle at 50 % |, 20 typ. 120 °
Forward Voltage # Ve min. 270V
l. =5 mA typ. 285V
max. 3.40V

Reverse current 2 Ix typ. 0.01 pA
V=3V max. 10 pA
Real thermal resistance junction/ambient ®-9 RiuA real max. 530 K/ W
Real thermal resistance junction/solderpoint ® max. 280K/ W

thJS real
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LW M67C specified at 5mA binning FKOPNO

Brightness Groups

Group Luminous Intensity " Luminous Intensity " Luminous Flux ”
l.=35mA l. =5 mA l- =5 mA
min. max. typ.
Iv Iv (DV

Q1 71 mcd 90 mcd 240 mim

Q2 90 mcd 112 mcd 300 mim

R1 112 mcd 140 mcd 380 mim

R2 140 mcd 180 mcd 480 mim

Forward Voltage Groups

Group Forward Voltage 4 Forward Voltage #
l.=5mA l- =5 mA
min. max.
Ve Ve

z2 270V 280V

26 2.80V 3.10V

86 3.10V 340V
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LW M67C specified at 5mA binning FKOPNO

Chromaticity Coordinate Groups
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LW M67C specified at 5mA binning FKOPNO

Color Chromaticity Groups ®

Group Cx Cy Group Cx Cy Group Cx Cy
FKO 0.2498 0.2053 HKO 0.2700 0.2361 JKO 0.2898 0.2664
0.2597 0.2204 0.2797 0.2509 0.3007 0.2830
0.2682 0.2146 0.2861 0.2427 0.3045 0.2717
0.2589 0.2000 0.2775 0.2292 0.2950 0.2568
FLO 0.2402 0.2108 HLO 0.2624 0.2431 JLO 0.2848 0.2757
0.2509 0.2264 0.2733 0.2590 0.2971 0.2935
0.2597 0.2204 0.2797 0.2509 0.3007 0.2830
0.2498 0.2053 0.2700 0.2361 0.2898 0.2664
FMO 0.2269 0.2185 HMO 0.2520 0.2527 JMO 0.2780 0.2883
0.2388 0.2348 0.2646 0.2700 0.2922 0.3077
0.2509 0.2264 0.2733 0.2590 0.2971 0.2935
0.2402 0.2108 0.2624 0.2431 0.2848 0.2757
FNO 0.2136 0.2262 HNO 0.2416 0.2623 JNO 0.2712 0.3009
0.2267 0.2432 0.2559 0.2810 0.2873 0.3219
0.2388 0.2348 0.2646 0.2700 0.2922 0.3077
0.2269 0.2185 0.2520 0.2527 0.2780 0.2883
GKO 0.2597 0.2204 IKO 0.2797 0.2509 KKO 0.3007 0.2830
0.2700 0.2361 0.2898 0.2664 0.3113 0.2992
0.2775 0.2292 0.2950 0.2568 0.3138 0.2862
0.2682 0.2146 0.2861 0.2427 0.3045 0.2717
GLO 0.2509 0.2264 ILO 0.2733 0.2590 KLO 0.2971 0.2935
0.2624 0.2431 0.2848 0.2757 0.3090 0.3108
0.2700 0.2361 0.2898 0.2664 0.3113 0.2992
0.2597 0.2204 0.2797 0.2509 0.3007 0.2830
GMO 0.2388 0.2348 IMO 0.2646 0.2700 KMO 0.2922 0.3077
0.2520 0.2527 0.2780 0.2883 0.3060 0.3266
0.2624 0.2431 0.2848 0.2757 0.3090 0.3108
0.2509 0.2264 0.2733 0.2590 0.2971 0.2935
GNO 0.2267 0.2432 INO 0.2559 0.2810 KNO 0.2873 0.3219
0.2416 0.2623 0.2712 0.3009 0.3030 0.3424
0.2520 0.2527 0.2780 0.2883 0.3060 0.3266
0.2388 0.2348 0.2646 0.2700 0.2922 0.3077
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LW M67C specified at 5mA binning FKOPNO

Group Cx Cy Group Cx Cy Group Cx Cy
LKO 0.3113 0.2992 MMO 0.3196 0.3451 PKO 0.3465 0.3530
0.3219 0.3154 0.3345 0.3654 0.3599 0.3735
0.3231 0.3008 0.3341 0.3472 0.3567 0.3535
0.3138 0.2862 0.3209 0.3281 0.3447 0.3347
LLO 0.3090 0.3108 MNO 0.3183 0.3621 PLO 0.3479 0.3673
0.3209 0.3281 0.3349 0.3830 0.3623 0.3882
0.3219 0.3154 0.3345 0.3654 0.3599 0.3735
0.3113 0.2992 0.3196 0.3451 0.3465 0.3530
LMO 0.3060 0.3266 NKO 0.3339 0.3336 PMO 0.3498 0.3863
0.3196 0.3451 0.3465 0.3530 0.3655 0.4079
0.3209 0.3281 0.3447 0.3347 0.3623 0.3882
0.3090 0.3108 0.3335 0.3172 0.3479 0.3673
LNO 0.3030 0.3424 NLO 0.3341 0.3472 PNO 0.3517 0.4053
0.3183 0.3621 0.3479 0.3673 0.3687 0.4276
0.3196 0.3451 0.3465 0.3530 0.3655 0.4079
0.3060 0.3266 0.3339 0.3336 0.3498 0.3863
MKO 0.3219 0.3154 NMO 0.3345 0.3654
0.3339 0.3336 0.3498 0.3863
0.3335 0.3172 0.3479 0.3673
0.3231 0.3008 0.3341 0.3472
MLO 0.3209 0.3281 NNO 0.3349 0.3830
0.3341 0.3472 0.3517 0.4053
0.3339 0.3336 0.3498 0.3863
0.3219 0.3154 0.3345 0.3654

8 Version 1.0 | 2018-08-03

OSRAM

Opto Semiconductors



LW M67C specified at 5mA binning FKOPNO

Group Name on Label

Example: Q1-FK0-26
Brightness Color Chromaticity Forward Voltage

Q1 FKO 26
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LW M67C specified at 5SmA binning FKOPNO

Relative Spectral Emission ”
|, =f();1.=5mA; T,=25°C
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Radiation Characteristics 7

l,=f(); T,=25°C

OSRAM
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LW M67C specified at 5SmA binning FKOPNO

Forward current ” Relative Luminous Intensity 78
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LW M67C specified at 5SmA binning FKOPNO

Relative Luminous Intensity ”
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LW M67C specified at 5SmA binning FKOPNO

Max. Permissible Forward Current
| =f(T)

HLO1
5 OHL01850

mA
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LW M67C specified at 5SmA binning FKOPNO

Dimensional Drawing ®

1,4 [0,055"
12 10.047"
0.8 [0,031" ]
0,6 [0,024"
1.0 [0,039" 0.15 [0,006"
0.8 10.031 0.05 10.002 Light emitting area
typ. 15(0.059) x 1.0 (0.039)
— Y
— — -7 o i I A
| i I I S I
22 =< Hesl rnm | Fo
Mm—l o | So L]
N _1_ (.
N\ = (
] ]
1,5 0,059"]
1.3 0,051 |
(Cathode marking (athode marking

(63062-A3503-A1..-05

Approximate Weight: 7.0 mg

Corrosion test: Class: 3B
Test condition: 40°C / 90 % RH / 15 ppm H,S / 14 days (stricter then IEC

60068-2-43)
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LW M67C specified at 5SmA binning FKOPNO

Recommended Solder Pad ?

2.8(0.110)
08(0.031) | 8
= S
2.8(0.110)
0.8 (0.031)
g
Padgeometrie =
fiir verbesserte <
Wérmeableitung
Paddesign
for improved ]
heat dissipation
Cu-Flache > 16 mm?
Cu-area > 16 mm
77 Lotstopplack
//A Solder resist OHLPY978

For superior solder joint connectivity results we recommend soldering under standard nitrogen atmosphere. Package not

suitable for ultra sonic cleaning.
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LW M67C specified at 5mA binning FKOPNO

Reflow Soldering Profile

Product complies to MSL Level 2 acc. to JEDEC J-STD-020E

OHA04525

300
‘C
T
250 - o
240°C T,245°C
217°C tp
200 ”
150
Is
100
50 +
——25°C
0 | | | | | | | | | | | | | | | |
0 50 100 150 200 250 s 30
—f
Profile Feature Symbol Pb-Free (SnAgCu) Assembly Unit
Minimum  Recommendation ~ Maximum
Ramp-up rate to preheat’ 2 3 K/s
25°Cto 150 °C
Time tg tg 60 100 120 s
TSmin tO TSmax
Ramp-up rate to peak” 2 3 K/s
TSmax to TP
Liquidus temperature T, 217 °C
Time above liquidus temperature t 80 100 s
Peak temperature T, 245 260 °C
Time within 5 °C of the specified peak  t, 10 20 30 S
temperature T, - 5 K
Ramp-down rate* 3 6 K/s
T,to0 100 °C
Time 480 s
25°Cto T,

All temperatures refer to the center of the package, measured on the top of the component
* slope calculation DT/Dt: Dt max. 5 s; fulfillment for the whole T-range
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LW M67C specified at 5SmA binning FKOPNO

Taping ?

4 (0.157)
2 (0.079) Cathode/Collector Side
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LW M67C specified at 5mA binning FKOPNO

Tape and Reel '

W1

o O O O

/] i
— Direction of unreeling —
<C =z (@] O

Leader: min. 400mm*
Trailer: min. 160mm*
*)Dimensions acc. to IEC 60286-3; EIA 481-E

W2

Reel dimensions [mm]

A W N.. W, W, Pieces per PU
180 mm 8+0.3/-0.1 60 8.4+2 14.4 3000
330 mm 8+0.3/-0.1 60 8.4+2 14.4 12000
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LW M67C specified at 5mA binning FKOPNO

Barcode-Product-Label (BPL)

LX XXXX BINT: XX-XX-X-XXX-X

RoHS Compliant

|P)||I

AT)LOT NO: 1234567890

UMW A ..
T ||I||\||IHI||I|HH|H|||IHI|\I|\|||IHI||IHI|| 5
o

X XXX°CX [ miel g e
;

OHA04563

Dry Packing Process and Materials

Moisture-sensitive label or print

Barcode label

Humidity indicator
Barcode label

»>
o%*::\\\\\\\“

Desiccant

OHA00539

Moisture-sensitive product is packed in a dry bag containing desiccant and a humidity card according JEDEC-STD-033.
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LW M67C specified at 5SmA binning FKOPNO

Transportation Packing and Materials *

Barcode label

Packing

Sealing label OHA02044
Dimensions of transportation box in mm
Width Length Height
200 £ 5 mm 195+ 5 mm 30 £5mm
352 + 5 mm 352 + 5 mm 33 +£5mm
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LW M67C specified at 5mA binning FKOPNO

Type Designation System

Color coordinates according
CIE 1931/Emission color:

W:
CWwW:
CB:
CG:
CL:

white

warm white

color on demand blue
color on demand green
color on demand lagune

Wavelength Emission Color
(Agom typ.)
B: 470 nm blue
S: 633 nm super red
T: 528 nm true green
Y: 587 nm yellow
O: 606 nm orange
G: 570 nm green
P: 560 nm pure green
A: 617 nm amber
D: 460 nm deep blue
L: Light

emitting

diode

Package Type
M:  MiniTOPLED

Encapsulant Type / Lens Properties

7: Colorless clear or white volume conversion
(resin encapsulation)
S: Silicone (with or without diffuser)
Chip Technology:
3: standard InGaN
HOP 2000
Standard InGalP
HOP 2000
ATON

SR2OX OTOWOR

Thinfilm InGaAIP

ThinGaN (Thinfilm InGaN)
(Subcon: Sapphire)
InGaAlP low current
standard InGaN low current
individual definition

TSN
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LW M67C specified at 5mA binning FKOPNO

Notes

The evaluation of eye safety occurs according to the standard IEC 62471:2006 (photo biological safety of
lamps and lamp systems). Within the risk grouping system of this IEC standard, the device specified in this
data sheet falls into the class exempt group (exposure time 10000 s). Under real circumstances (for expo-
sure time, conditions of the eye pupils, observation distance), it is assumed that no endangerment to the
eye exists from these devices. As a matter of principle, however, it should be mentioned that intense light
sources have a high secondary exposure potential due to their blinding effect. When looking at bright light
sources (e.g. headlights), temporary reduction in visual acuity and afterimages can occur, leading to irrita-
tion, annoyance, visual impairment, and even accidents, depending on the situation.

Subcomponents of this LED contain, in addition to other substances, metal filled materials including silver.
Metal filled materials can be affected by environments that contain traces of aggressive substances. There-
fore, we recommend that customers minimize LED exposure to aggressive substances during storage, pro-
duction, and use. LEDs that showed visible discoloration when tested using the described tests above did
show no performance deviations within failure limits during the stated test duration. Respective failure limits
are described in the IEC60810.

For further application related informations please visit www.osram-os.com/appnotes
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LW M67C specified at 5mA binning FKOPNO

Disclaimer

Disclaimer
Language english will prevail in case of any discrepancies or deviations between the two language word-
ings.

Attention pleasel

The information describes the type of component and shall not be considered as assured characteristics.
Terms of delivery and rights to change design reserved. Due to technical requirements components may
contain dangerous substances.

For information on the types in question please contact our Sales Organization.

If printed or downloaded, please find the latest version on the OSRAM OS webside.

Packing

Please use the recycling operators known to you. We can also help you — get in touch with your nearest
sales office.

By agreement we will take packing material back, if it is sorted. You must bear the costs of transport. For
packing material that is returned to us unsorted or which we are not obliged to accept, we shall have to
invoice you for any costs incurred.

Product safety devices/applications or medical devices/applications
OSRAM OS components are not developed, constructed or tested for the application as safety relevant
component or for the application in medical devices.

In case Buyer — or Customer supplied by Buyer— considers using OSRAM OS components in product safety
devices/applications or medical devices/applications, Buyer and/or Customer has to inform the local sales
partner of OSRAM OS immediately and OSRAM OS and Buyer and /or Customer will analyze and coordi-
nate the customer-specific request between OSRAM OS and Buyer and/or Customer.
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LW M67C specified at 5mA binning FKOPNO

Glossary

" Brightness: Brightness values are measured during a current pulse of typically 25 ms, with an internal
reproducibility of 8 % and an expanded uncertainty of +11 % (acc. to GUM with a coverage factor of
k = 3).

2 Reverse Operation: Reverse Operation of 10 hours is permissible in total. Continuous reverse opera-
tion is not allowed.

%  Chromaticity coordinate groups: Chromaticity coordinates are measured during a current pulse of
typically 25 ms, with an internal reproducibility of £0.005 and an expanded uncertainty of £0.01 (acc. to
GUM with a coverage factor of k = 3).

4 Forward Voltage: The forward voltage is measured during a current pulse of typically 8 ms, with an
internal reproducibility of £0.05 V and an expanded uncertainty of £0.1 V (acc. to GUM with a coverage
factor of k = 3).

®  Thermal Resistance: Rth max is based on statistic values (60).
®  Thermal Resistance: RthJA results from mounting on PC board FR 4 (pad size 16 mm? per pad)

" Typical Values: Due to the special conditions of the manufacturing processes of semiconductor devic-
es, the typical data or calculated correlations of technical parameters can only reflect statistical figures.
These do not necessarily correspond to the actual parameters of each single product, which could dif-
fer from the typical data and calculated correlations or the typical characteristic line. If requested, e.g.
because of technical improvements, these typ. data will be changed without any further notice.

®  Characteristic curve: In the range where the line of the graph is broken, you must expect higher differ-
ences between single devices within one packing unit.

9  Tolerance of Measure: Unless otherwise noted in drawing, tolerances are specified with +0.1 and
dimensions are specified in mm.

9 Tape and Reel: All dimensions and tolerances are specified acc. IEC 60286-3 and specified in mm.
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LW M67C specified at 5mA binning FKOPNO

Published by OSRAM Opto Semiconductors GmbH EU RoHS and China RoHS compliant product p

LeibnizstraBe 4, D-93055 Regensburg
www.osram-os.com © All Rights Reserved.

b= BT S BN ROHS ETHEX ;
REPENEXZIANTE , FEESEEYRATE.
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© BMECTE Mbl CO3LLAEM BYOYLLEE B8 info@moschip.ru

O6LLecTBO C orpaHMYeHHON oTBETCTBEHHOCTBIO «MocHuny WMHH 7719860671 / KIMNM 771901001
Appec: 105318, r.Mockea, yn.LLlepbakoBckas 4.3, odmc 1107

[aHHbIn KOMMNOHEHT Ha TeppuTopun Poccuinckon depepauumn

Bbl MoxeTe npuobpectu B komnaHun MosChip.

[lnsa onepaTtuBHOro ocdopmnenus 3anpoca Bam HeobxoomMmo nepenT No faHHON CChISKe:

http://moschip.ru/get-element

Bbl MoxeTe pa3mecTuTb Y Hac 3aka3 and nboro Bawero npoekTa, 6yab To
cepuiiHoe Npomn3BOACTBO MM pa3paboTka eguHUYHOro npubopa.

B Hawem acCcCopTnMeHTe npencTasiieHbl Begywmne MmpoBblie NMPoOnN3BOANTENIN aKTUBHbIX U
NacCUBHbIX 3JTIEKTPOHHbIX KOMIMOHEHTOB.

Hawen cneumanusauuen sBnseTcs NOCTaBKa 3N1EKTPOHHOMW KOMMOHEHTHON 6a3bl
OBOWHOro Ha3HayeHus, npoaykummn Takmx npounssoantenen kak XILINX, Intel
(ex.ALTERA), Vicor, Microchip, Texas Instruments, Analog Devices, Mini-Circuits,
Amphenol, Glenair.

CoTpynHMyecTBO € rnobanbHbIMU OUCTPUOLIOTOPaMN 3NEKTPOHHBIX KOMIMOHEHTOB,
npegocTraBnseT BO3MOXHOCTb 3aKa3blBaTb 1 MOfly4aTb C MEXAYHAPOOHbIX CKNaaos
npakTuyecku nobon nepeyeHb KOMNOHEHTOB B ONTUMarbHble aAnsa Bac cpoku.

Ha Bcex aTanax pa3paboTKu 1 NPOM3BOACTBA HalLW NapTHEPbI MOTYT NOMy4YnTb
KBanumunpoBaHHy NOAAEPXKY OMNbITHbIX UHXEHEPOB.

Cuctema MeHeXMeHTa KayecTBa KOMNaHum oteevaeT TpeboBaHNAM B COOTBETCTBUM C
rOCT P MCO 9001, TOCT PB 0015-002 n 3C P, 009

Odomc no pabote c OPUANHECKUMU NTULLAMMU:

105318, r.Mockea, yn.lWepbakosckaa a.3, ocdomc 1107, 1118, AL, «LUepbakoBcKkuniny»
TenedoH: +7 495 668-12-70 (MHOrokaHanbHbIN)
dakc: +7 495 668-12-70 (006.304)

E-mail: info@moschip.ru

Skype otaena npogax:
moschip.ru moschip.ru_6
moschip.ru_4 moschip.ru_9
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