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EPCOS
Metal Oxide Varistor Disc type
SIOV-Q14K625 Ordering code: B72214Q0621K101
Data sheet
Form: FBLE3K/b
File name: Q14K625_a
MODIFICATIONS: New data sheet
REMARKS:
signed: PE / Hotwagner signed: QS / Zodl
Prepared by Hotwagner Release
signed: signed:

ISSUE DATE 22.05.02 ISSUE a PUBLISHER KH PE VAR PAGE 0/6




A
y
~
r

EPCOS
Metal Oxide Varistor Disc type
SIOV-Q14K625 Ordering code: B72214Q0621K101

Data sheet

SIOV nomenclature

Q = EnergetiQ™ Series

14 = Rated disk diameter

K = Tolerance of Vy at 1mA : £10%
625 = Max. AC voltage

Figure: Dimensions given in Millimeters (mm)

b S
N
bmax = 16,5
< Nmax = 19,5
] Smax = 9,4
o ___Seating ____ VIV € = 10,0+1,0
plane a = 5,3%1,0
Imin = 30,0
Od = 1,0+ 0,05

Electrical data:

Maximum Ratings (85°C):

Max. operating AC voltage VRMs = 625V
Max. operating DC voltage Ve = 825V
Surge current (8/20us) 1time Imax = 6000A
Energy absorption (2ms) 1 time W max = 290J
Average power dissipation Pmax = 0,80W

Characteristics (25°C):

Varistor voltage at 1mA Vv = 1000V % 10%
Clamping voltage at 65A (8/20ps) Ve max = 1650V
Typ. capacitance at 1 kHz C = 220pF
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EPCOS

Metal Oxide Varistor Disc type

SIOV-Q14K625 Ordering code: B72214Q0621K101

Data sheet

V/I Characteristic:

VAR9721A
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EPCOS
Metal Oxide Varistor Disc type
SIOV-Q14K625 Ordering code: B72214Q0621K101
Data sheet
Reliability Data:
Characteristics Test Methods/Description Specifications
Varistor The voltage between two terminals with the To meet the
E Voltage specified measuring current applied is called V, specified value.
(1 mMApc @ 0.2 -2 S).
L | Clamping The maximum voltage between two terminals To meet the
Voltage with the specified standard impulse current specified value.
(8/20ps) illustrated below applied.
E
C 90
T
R
I
C | Surge current 100 surge currents (8/20 us), unipolar, interval | AVIV (1 mA) |
derating, 30 s, amplitude corresponding to derating curve | <10 % (measured
8/20 pus for 20 ps in direction of surge
A current)
No visible damage
L | Surge current 100 surge currents (2ms), unipolar, interval | AVIV (1 mA) |
derating, 120s, amplitude corresponding to derating curve | < 10 % (measured
2ms for 2ms in direction of surge
current)
No visible damage
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EPCOS
Metal Oxide Varistor Disc type
SIOV-Q14K625 Ordering code: B72214Q0621K101
Data sheet
Characteristics Test Methods/Description Specifications
Tensile After gradually applying the force specified | AVIV (1 mA) |
strength below and keeping the unit fixed for 10 seconds, | <5 %
the terminal shall be visually examined for any No break of solder
damage. joint, no wire break
Terminal diameter  Force
0.5 mm 5N
M 0.6 mm 10N
0.8 mm 10N
1.0 mm 20N
E | Vibration After repeatedly applying a single harmonic |AVIV (1 mA) |
vibration according to the table below. <5%
Thereafter, the unit shall be visually examined. No visible damage
C
frequency range: 10 .... 55 Hz
amplitude: 0.75 mm or 98 m/s?
H duration: 6h(3x2h)
pulse: sine wave
A | Solderability After dipping the terminals to a depth of The inspection shall
approximately 3 mm from the body in a be carried out under
soldering bath of 235°C for 5 seconds, the adequate light with
N terminals shall be visually examined. normal eyesight or

with the assistance
of a magnifier

| capable of giving a
magnification of 4
times to 10 times.
C The dipped surface
shall be covered
with a smooth and
A bright solder coating
with no more than
small amounts of

L scattered
imperfections such
as pinholes or un-
wetted or de-wetted
areas. These
imperfections shall
not be concentrated
in one area.
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EPCOS
Metal Oxide Varistor Disc type
SIOV-Q14K625 Ordering code: B72214Q0621K101
Data sheet
Characteristics Test Methods/Description Specifications

M | Resistance to Each lead shall be dipped into a solder bath | AVIV (1 mA) |
E soldering heat having a temperature of 260 £ 5°C to a point2.0 | <5 %

to 2.5 mm from the body of the unit, be held No visible damage
c there for 10 = 1 s and then be stored at room
H temperature and normal humidity for 1 to 2

hours. The change of V, and mechanical
A damages shall be examined.
N | Electric strength | 2500 Vrys, 10 s No breakdown

The varistor is placed in a container holding 1.6
+ 0.2 mm diameter metal balls such that only the
terminations of the varistor are protruding.

The specified voltage shall be applied between
both terminals of the specimen connected
together and the electrode inserted between the
metal balls.

- > 0O

ISSUE DATE 22.05.02 ISSUE a PUBLISHER KH PE VAR PAGE 5/6




A
y
=

EPCOS
Metal Oxide Varistor Disc type
SIOV-Q14K625 Ordering code: B72214Q0621K101
Data sheet
Characteristics Test Methods/Description Specifications
E | Max. AC After being continuously applied the maximum | AVIV (1 mA) |
operating allowable voltage at 85 + 2°C for 1000 hours, <10 %
voltage the specimen shall be stored at room
N temperature and normal humidity for 1 to 2
hours. Thereafter, the change of V, shall be
measured.
V | Damp heat, The specimen shall be subjected to 40 + 2°C, 90| | A V/V (1 mA) |
steady state to 95 % r.H. for 56 days without load and then <10%
stored at room temperature and normal humidity
I for 1 to 2 hours. Thereafter, the change of V,
shall be measured.
R | Climatic The specimen shall be subjected to: | AVIV (1 mA) |
sequence a) dry heat at +85°C, 16 h <10 %
b) damp heat, 1st cycle: 55°C, 93 % r.H., 24 h
o c) cold, -40°C, 2 h

d) damp heat, additional

5 cycles: 55°C, 93 % r.H., 24 h/cycle
N Then the specimen shall be stored at room
temperature and normal humidity for 1 to 2
hours. Thereafter, the change of V, shall be

M measured.
Fast The temperature cycle shown below shall be | AVIV (1 mA) |
E temperature repeated 5 times. Then the specimen shall be <5%
cycling stored at room temperature and normal humidity | No visible damage
for 1 to 2 hours. The change of V, and
N mechanical damage shall be examined.

Step Temperature (°C) Period (min.)

T 1 -40 £ 3 30+3
2 transition time <10s
3 85+2 30+3

A

L

Note: More details can be found in the data book 'SIOV Metal Oxide Varistors', Ordering No. EPC:
62002-7600

0 EPCOS AG 2002. Reproduction, publication and dissemination of this data sheet, enclosures hereto and the information
contained therein without EPCOS' prior express consent is prohibited.

Purchase orders are subject to the General Conditions for the Supply of Products and Services of the Electrical and
Electronics Industry recommended by the ZVEI (German Electrical and Electronic Manufacturers' Association), unless
otherwise agreed.
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© BMECTE Mbl CO3LLAEM BYOYLLEE B8 info@moschip.ru

O6LLecTBO C orpaHMYeHHON oTBETCTBEHHOCTBIO «MocHuny WMHH 7719860671 / KIMNM 771901001
Appec: 105318, r.Mockea, yn.LLlepbakoBckas 4.3, odmc 1107

[aHHbIn KOMMNOHEHT Ha TeppuTopun Poccuinckon depepauumn

Bbl MoxeTe npuobpectu B komnaHun MosChip.

[lnsa onepaTtuBHOro ocdopmnenus 3anpoca Bam HeobxoomMmo nepenT No faHHON CChISKe:

http://moschip.ru/get-element

Bbl MoxeTe pa3mecTuTb Y Hac 3aka3 and nboro Bawero npoekTa, 6yab To
cepuiiHoe Npomn3BOACTBO MM pa3paboTka eguHUYHOro npubopa.

B Hawem acCcCopTnMeHTe npencTasiieHbl Begywmne MmpoBblie NMPoOnN3BOANTENIN aKTUBHbIX U
NacCUBHbIX 3JTIEKTPOHHbIX KOMIMOHEHTOB.

Hawen cneumanusauuen sBnseTcs NOCTaBKa 3N1EKTPOHHOMW KOMMOHEHTHON 6a3bl
OBOWHOro Ha3HayeHus, npoaykummn Takmx npounssoantenen kak XILINX, Intel
(ex.ALTERA), Vicor, Microchip, Texas Instruments, Analog Devices, Mini-Circuits,
Amphenol, Glenair.

CoTpynHMyecTBO € rnobanbHbIMU OUCTPUOLIOTOPaMN 3NEKTPOHHBIX KOMIMOHEHTOB,
npegocTraBnseT BO3MOXHOCTb 3aKa3blBaTb 1 MOfly4aTb C MEXAYHAPOOHbIX CKNaaos
npakTuyecku nobon nepeyeHb KOMNOHEHTOB B ONTUMarbHble aAnsa Bac cpoku.

Ha Bcex aTanax pa3paboTKu 1 NPOM3BOACTBA HalLW NapTHEPbI MOTYT NOMy4YnTb
KBanumunpoBaHHy NOAAEPXKY OMNbITHbIX UHXEHEPOB.

Cuctema MeHeXMeHTa KayecTBa KOMNaHum oteevaeT TpeboBaHNAM B COOTBETCTBUM C
rOCT P MCO 9001, TOCT PB 0015-002 n 3C P, 009

Odomc no pabote c OPUANHECKUMU NTULLAMMU:

105318, r.Mockea, yn.lWepbakosckaa a.3, ocdomc 1107, 1118, AL, «LUepbakoBcKkuniny»
TenedoH: +7 495 668-12-70 (MHOrokaHanbHbIN)
dakc: +7 495 668-12-70 (006.304)

E-mail: info@moschip.ru

Skype otaena npogax:
moschip.ru moschip.ru_6
moschip.ru_4 moschip.ru_9
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