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THERMOFIT® ADHESIVE AND SEALANT
THERMOFIT S-1017

Thermofit S-1017 thermoplastic adhesive was developed for use with Thermofit heat-shrinkable products where the
molded part or tubing is precoated with adhesive on the bonding area. This adhesive is tough and flexible and bonds to
polyolefins, vinyls, neoprene, lead, and many other metals such as steel and aluminum.

PROPERTY UNIT REQUIREMENT METHOD OF TEST
PHYSICAL
Visual Pass Section 4.3.1.1
Specific Gravity 0.95+.05 Section 4.3.1.2
ASTM D 792
Viscosity, at 191° C centiposie 9000 + 3000 Section 4.3.1.3.2
ASTM D 1084
Method B
Softening Point C 120 + 10 E28
Low Temperature Impact Cc -20 max 4.3.1.7, ASTM D 746
Brittleness
Blocking (Cohesive @ 55° C) Pass 43138
ASTM D 1146
Adhesive Peel* Pounds/inch width Section 4.3.1.9
Polyethylene 20 minimum
Lead 5 minimum
Neoprene 10 minimum
PVC 30 minimum
Steel 15 minimum
CHEMICAL
Water Absorption Percent 1.0 maximum Section 4.3.2.1
ASTM D 570
Corrosive Effect Pass Section 4.3.2.2
16 hours at 121° C (250° F) ASTM D 2671
Method B
Environmental Stress-Cracking Pass Section 4.3.2.3
48 hours at 50° C ASTM D 1693
Environmental Stress-Cracking Pass Section 4.3.2.4
of Substrate ASTM D 1693
30 days at 50° C
Fungus Resistance Rating of 1 or less Section 4.3.2.5
ASTM G 21
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Solvent and Fluid Resistance
Weight change after 24 hours

at23° C (74° F):

Detergent Solution (#12)

Hydraulic Fluid
(MIL-H-5606)

Lube Oil (Mil-L-7808)

ASTM Oil (#49)

ELECTRICAL
Volume Resistivity

Dielectric Strength

Percent

ohm-cm

volts/mil

3 maximum
10 maximum

5 maximum

15 maximum

10 min

500 min

Section 4.3.2.6
ASTM D 543

Section 4.3.3.1
ASTM D 257
Section 4.3.3.2
ASTM D 149

Molding temperature for 4.2.1.1 shall be 149° C (300 °F).

Acceptance Tests: Visual, Viscosity, Peel (Steel)
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[aHHbIn KOMMNOHEHT Ha TeppuTopun Poccuinickon depepauumn

Bbl MoxeTe npuobpectu B komnaHun MosChip.

[lnsa onepaTtuBHOro ocdopmnenus 3anpoca Bam HeobxoomMmo nepenT No faHHON CChISKe:

http://moschip.ru/get-element

Bbl MoxeTe pa3mecTuTb Y Hac 3aka3 and nboro Bawero npoekTa, 6yab To
cepuiiHoe Npomn3BOACTBO MM pa3paboTka eguHUYHOro npubopa.

B Hawem acCcCopTnMeHTe npencTasiieHbl Begywmne MmpoBblie NMPoOnN3BOANTENIN aKTUBHbIX U
NacCUBHbIX 3JTIEKTPOHHbIX KOMIMOHEHTOB.

Hawen cneumanusauuen sBnseTcs NOCTaBKa 3N1EKTPOHHOMW KOMMOHEHTHON 6a3bl
OBOWHOro Ha3HayeHus, npoaykummn Takmx npounssoantenen kak XILINX, Intel
(ex.ALTERA), Vicor, Microchip, Texas Instruments, Analog Devices, Mini-Circuits,
Amphenol, Glenair.

CoTpynHMyecTBO € rnobanbHbIMU OUCTPUOLIOTOPaMN 3NEKTPOHHBIX KOMIMOHEHTOB,
npegocTraBnseT BO3MOXHOCTb 3aKa3blBaTb 1 MOfly4aTb C MEXAYHAPOOHbIX CKNaaos
npakTuyecku nobon nepeyeHb KOMNOHEHTOB B ONTUMarbHble aAnsa Bac cpoku.

Ha Bcex aTanax pa3paboTKu 1 NPOM3BOACTBA HalLW NapTHEPbI MOTYT NOMy4YnTb
KBanumunpoBaHHy NOAAEPXKY OMNbITHbIX UHXEHEPOB.

Cuctema MeHeXMeHTa KayecTBa KOMNaHum oteevaeT TpeboBaHNAM B COOTBETCTBUM C
rOCT P MCO 9001, TOCT PB 0015-002 n 3C P, 009

Odomc no pabote c OPUANHECKUMU NTULLAMMU:

105318, r.Mockea, yn.lWepbakosckaa a.3, ocdomc 1107, 1118, AL, «LUepbakoBcKkuniny»
TenedoH: +7 495 668-12-70 (MHOrokaHanbHbIN)
dakc: +7 495 668-12-70 (006.304)

E-mail: info@moschip.ru

Skype otaena npogax:
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